FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
J.H. LYNCH 103
SOURCE: LOCATION:
FIRST STREET QUARRY CUMBERLAND, RI
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 3.45
#4 99.3
#8 70.8
#16 39.5
#30 23.0
#50 13.7
#100 8.8
#200 5.9

Unit Weight and Void in
Aggregate  AASHTO T-19 117.0 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2696 S:G.1 2819

Bulk (SSD) : Absorption:
2.740 1.63

Plastic Fines by Sand
Equivalence A ASHTO T-176 86.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 74 9%



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
AGG. IND. - WRENTHAM 112
SOURCE: LOCATION:
GREEN ST. QUARRY WRENTHAM, MA
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.04
#4 98.9
#8 97.7
#16 93.0
# 30 73.3
# 50 29.6
#100 3.9
# 200 0.4

Unit Weight and Void in
Aggregate  AASHTO T-19 105.1 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2615 S:G 2636

Bulk (SSD) : Absorption:
2.623 0.30

Plastic Fines by Sand
Equivalence  \ A\SHTO T-176 97.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Between Organic Plate # 2 and # 3

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 04 %



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
DRY BRIDGE SAND and STONE 113
SOURCE: LOCATION:
SLOCUM PIT N. KINGSTOWN, RI

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.86

#4 99.8

#8 92.5

#16 67.0

# 30 37.4

# 50 14.0

#100 3.4

# 200 0.8

Unit Weight and Void in
Aggregate  AASHTO T-19 1071 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2604 S:G 2658

Bulk (SSD) : Absorption:
2.625 0.79

Plastic Fines by Sand
Equivalence A\ ASHTO T-176 94.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 04 %



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
RAWSON SAND and GRAVEL 120
SOURCE: LOCATION:
SOCHOR PIT PUTNAM, CT

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.56

#4 99.7

#8 89.6

#16 69.9

# 30 48.5

# 50 25.9

#100 10.2

# 200 2.9

Unit Weight and Void in
Aggregate  AASHTO T-19 110.7 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2601 S:G: 2,656

Bulk (SSD) : Absorption:
2.622 0.79

Plastic Fines by Sand
Equivalence  \ A\SHTO T-176 92.50

Organic Impurities in Sands
for Concrete AASHTO T-21

Between Organic Plate # 2 and # 3

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 27 o,



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
CHERENZIA 123
SOURCE: LOCATION:
OLD HOPKINTON RD. QUARRY WESTERLY, RI
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.78
#4 100.0
#8 90.4
#16 61.8
#30 40.3
#50 21.6
#100 7.8
#200 2.0

Unit Weight and Void in
Aggregate  AASHTO T-19 105.0 (Ibs.cu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2577  S.G 2648

Bulk (SSD) : Absorption:
2.604 1.03

Plastic Fines by Sand
Equivalence  \ A\SHTO T-176 87.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 24 9



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
PJ KEATING - ACUSHNET 135
SOURCE: LOCATION:
ACUSHNET QUARRY ACUSHNET, MA
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 3.50
#4 98.8
#8 65.0
#16 38.8
# 30 243
# 50 15.0
#100 8.2
# 200 4.0

Unit Weight and Void in
Aggregate  AASHTO T-19 1216 (IbsJcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2829 S:G: 2910

Bulk (SSD) : Absorption:
2.857 0.99

Plastic Fines by Sand
Equivalence A ASHTO T-176 88.50

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 45 9



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
WESTPORT SAND and STONE 139
SOURCE: LOCATION:
R.C. MELVILLE PIT CARVER, MA

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.49

#4 99.2

#8 89.1

#16 73.8

# 30 53.2

# 50 26.9

#100 8.9

# 200 1.2

Unit Weight and Void in
Aggregate  AASHTO T-19 1134 (IbsJcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2604  S:G 2648

Bulk (SSD) : Absorption:
2.620 0.64

Plastic Fines by Sand
Equivalence  \ A\SHTO T-176 97.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Between Organic Plate # 2 and # 3

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 13 9



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
J.S. LANE & SON - WESTFIELD 140
SOURCE: LOCATION:
WESTFIELD, MA WESTFIELD, MA
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.50
#4 98.5
#8 87.9
#16 75.0
# 30 53.8
# 50 27.7
#100 7.3
# 200 1.4

Unit Weight and Void in
Aggregate  AASHTO T-19 110.6 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2719 S:G: 2785

Bulk (SSD) : Absorption:
2.743 0.87

Plastic Fines by Sand
Equivalence  \ A\SHTO T-176 91.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 12 o



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
SOUTH COUNTY SAND and GRA 148
SOURCE: LOCATION:
CHARLESTOWN PIT CHARLESTOWN, RI

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.73

#4 100.0

#8 88.5

#16 66.2

# 30 42.5

# 50 21.4

#100 8.3

# 200 2.0

Unit Weight and Void in
Aggregate  AASHTO T-19 109.5 (Ibs.cu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2599 S.G.0 2638

Bulk (SSD) : Absorption:
2.614 0.56

Plastic Fines by Sand
Equivalence  \ A\SHTO T-176 92.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 17 %



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
MORSE SAND and GRAVEL 153
SOURCE: LOCATION:
ATTLEBORO PIT ATTLEBORO, MA

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.64

#4 98.3

#8 86.4

#16 71.2

# 30 50.8

# 50 23.0

#100 6.2

# 200 1.8

Unit Weight and Void in
Aggregate  AASHTO T-19 1117 (IbsJcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2599 S.G.1 2667

Bulk (SSD) : Absorption:
2.625 0.99

Plastic Fines by Sand
Equivalence A ASHTO T-176 90.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Between Organic Plate # 2 and # 3

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 27 o,



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
G. LOPES 169
SOURCE: LOCATION:
MIDDLEBORO PIT MIDDLEBORO, MA

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.58

#4 98.9

#8 88.0

#16 73.5

# 30 52.5

# 50 23.6

#100 5.9

# 200 1.7

Unit Weight and Void in
Aggregate  AASHTO T-19 1115 (IbsJcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2601 S:G 2,667

Bulk (SSD) : Absorption:
2.626 0.95

Plastic Fines by Sand
Equivalence A ASHTO T-176 89.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Between Organic Plate # 1 and # 2

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 29 o,



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
PLOUDE SAND AND GRAVEL 170
SOURCE: LOCATION:
HOOKSET PIT (BLD. 3) HOOKSET, NH
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.72
#4 98.3
#8 89.0
#16 72.4
# 30 45.0
# 50 17.4
#100 5.6
# 200 1.2

Unit Weight and Void in
Aggregate  AASHTO T-19 1085 (Ibs./cu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2635 S:G.1 2682

Bulk (SSD) : Absorption:
2.652 0.66

Plastic Fines by Sand
Equivalence A\ ASHTO T-176 94.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Between Organic Plate # 2 and # 3

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 11 %



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
WILLIAM E. DAILEY, INC. 173
SOURCE: LOCATION:
SHAFTESBURY, VT SHAFTESBURY, VT
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.75
#4 98.6
#8 86.2
#16 65.9
# 30 433
# 50 22.7
#100 8.6
# 200 23

Unit Weight and Void in
Aggregate  AASHTO T-19 116.2 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2674 S:Gi 2733

Bulk (SSD) : Absorption:
2.695 0.81

Plastic Fines by Sand
Equivalence A ASHTO T-176 96.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 27 o,



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
YORK BUILDING PRODUCTS 181
SOURCE: LOCATION:
Belvedere, MD Belvedere, MD

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.81

#4 98.4

#8 81.9

#16 66.9

# 30 48.4

# 50 19.9

#100 3.4

# 200 0.5

Unit Weight and Void in
Aggregate  AASHTO T-19 106.7 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2589 8.6 2632

Bulk (SSD) : Absorption:
2.605 0.62

Plastic Fines by Sand
Equivalence A ASHTO T-176 85.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 06 %



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
CHERENZIA 184
SOURCE: LOCATION:
WHITE ROCK ROAD WESTERLY, RI

Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27

Unit Weight and Void in
Aggregate  AASHTO T-19

Specific Gravity and Absorption
of Fine Aggregate

Plastic Fines by Sand
Equivalence s ASHTO T-176

Organic Impurities in Sands
for Concrete AASHTO T-21

AASHTO T-84

Percent Passing

3/8" 100.0 F.M.: 2.61
#4 99.7

#8 86.0

#16 65.3

#30 48.3

#50 28.6

#100 11.0

#200 24

107.9 (Ibs./cu. ft.)

Bulk S.G. : Apparent
2608 S:G.i 2651

Bulk (SSD) : Absorption:
2.625 0.62

85.00

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 27 o,



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
PCM 188
SOURCE: LOCATION:
MOUNT CARMEL CANADA

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.25

#4 97.8

#8 91.7

#16 81.9

# 30 62.2

# 50 31.7

#100 9.9

# 200 2.0

Unit Weight and Void in
Aggregate  AASHTO T-19 111.0 (IbsJcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2651  S:G: 2704

Bulk (SSD) : Absorption:
2.671 0.75

Plastic Fines by Sand
Equivalence A\ ASHTO T-176 94.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Between Organic Plate # 2 and # 3

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 20 %



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
PJ KEATINGS (STONE SAND) 191
SOURCE: LOCATION:
CRANSTON, RI PHENIX AVE.
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.95
#4 96.8
#8 70.7
#16 49.5
# 30 37.4
# 50 29.0
#100 21.2
# 200 13.0

Unit Weight and Void in
Aggregate  AASHTO T-19 125.2  (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2751 S:Gi 2783

Bulk (SSD) : Absorption:
2.762 0.42

Plastic Fines by Sand
Equivalence A ASHTO T-176 70.50

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 14.4 %



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
Harry Cole Const. 193
SOURCE: LOCATION:
Dry Bridge Road Exeter, RI
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.79
#4 100.0
#8 86.6
#16 63.7
#30 41.5
#50 21.0
#100 8.3
#200 23

Unit Weight and Void in
Aggregate  AASHTO T-19 113.0 (IbsJcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2590 S:G.i 2,656

Bulk (SSD) : Absorption:
2.615 0.95

Plastic Fines by Sand
Equivalence 5\ ASHTO T-176

Organic Impurities in Sands
for Concrete AASHTO T-21

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 %



FINE AGGREGATES RESULTS - 2008

VENDOR:
SPRAGUE S & G

SOURCE:
SPRAGUE FARM PIT

Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27

Unit Weight and Void in
Aggregate  AASHTO T-19

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84

Plastic Fines by Sand
Equivalence A\ ASHTO T-176

Organic Impurities in Sands
for Concrete AASHTO T-21

Amount of Material Finer than # 200
Sieve in Aggregate

VENDOR NUMBER :
194

LOCATION:
BLOCK ISLAND, RI

Percent Passing

3/8" 100.0 F.M.: 2.93
#4 100.0

#8 88.9

#16 64.9

#30 37.4

#50 12.5

#100 3.6

#200 1.4

108.3 (Ibs./cu. ft.)

Bulk S.G. : Apparent
2576  S:G 2,629

Bulk (SSD) : Absorption:
2.596 0.79

AASHTO T-11 %



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
Windham Materials 195
SOURCE: LOCATION:
WILLIMANTIC CT. WILLIMANTIC CT.

Sieve Analysis of Fine and

Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.66

#4 96.6

#8 83.3

#16 68.7

# 30 50.3

# 50 26.7

#100 8.0

# 200 1.5

Unit Weight and Void in
Aggregate  AASHTO T-19 110.6 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2658  S:G.1 2700

Bulk (SSD) : Absorption:
2.674 0.58

Plastic Fines by Sand
Equivalence  \ A\SHTO T-176 92.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 14 9



FINE AGGREGATES RESULTS - 2008

VENDOR: VENDOR NUMBER :
CAPE COD AGGREGATES 196
SOURCE: LOCATION:
BOURNE, MA BOURNE, MA
Sieve Analysis of Fine and
Coarse Aggregate AASHTO T-27 Percent Passing
3/8" 100.0 F.M.: 2.65
#4 98.3
#8 88.3
#16 75.2
# 30 50.6
# 50 19.3
#100 33
# 200 0.6

Unit Weight and Void in
Aggregate  AASHTO T-19 110.6 (Ibs.Jcu. ft.)

Specific Gravity and Absorption
of Fine Aggregate A ASHTO T-84 Bulk S.G.: Apparent
2606 oS-G 2641

Bulk (SSD) : Absorption:
2.619 0.50

Plastic Fines by Sand
Equivalence A ASHTO T-176 98.00

Organic Impurities in Sands
for Concrete AASHTO T-21

Less than Organic Plate # 1

Amount of Material Finer than # 200
Sieve in Aggregate AASHTO T-11 06 %



